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Company : Darkhan Metallurigcal Plant

Location: Darkhan Terminal

Date: 2025.6.23

NOTE: tAverage result of all analytes is for summary of product weight.

This result format of the inspeclion sample only

Signature: SGS-IMME Mongolia LLC

SGS-IMME Mongolia LLC is rccredited by MNAS and conforms to the requirfents of MNS ISO/IEC 17025 the laborator opercheming are acredited to ISO9001:2008 The smple w6 not draw
by the laboratory md this report is not used for UC negotiation.The test report would be invalid without signatures ofthe persons for approval The test report

from the date ofreceiving the test report

indemification md jurisdiction issued defi nestherein

unauthorized alteration, forgry or falsification of the @ntent or app@race of this docment is unlaM'ul md offendss may be prosecuted to the fullot extent of the law.
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Product
weioht

H20 Fe S Ar203 si02 Tio2 P
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Lotl 96

1 1,'l '14.00 1.67 59.07 3.22 '1.18 6.02 0.08 <0.01

2 1 ,1 30.00 1.47 58.97 3.1 9 1.29 o.tt nno 0.01

3 1,154.20 119 59.27 3.21 1.3 6.2 0.09 o.o2

4

Average result* 3,398.20 1.44 59.10 3.21 1.26 6.15 0.09 0.01
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