e e S BAME Lile

SGS IMME MONGOLIA LLC
INSPECTION REPORT
Company . Darkhan Metallurigcal Plant
Location: ~ Darkhan Terminal
Date: 2023.12.21
Product : : Number
Sample No: weight H20 Fe ] Al203 Si02 TiO2 P of Car:
ton | % % % % % % % pes
| 1 90730 | 041 | 5766 | 3.00 1.55 6.98 0.17 0.03 10
} {2 81540 | 042 57.35 311 1.59 6.85 0.21 0.03 10
Lot148 3 766.20 051 | 58.87 351 1.04 5.81 012 0.01 10
4 941.90 0.53 58.97 405 118 577 0.12 004 12
[ Average result'| 3,430.80 | 047 | 5822| 343 1.34 | 6.36 045! 0.03 42 |

NOTE:

*Average result of all ana

This result format of the inspection sample oniy for
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lytes is for surmmary of product weight.

DMP's internal use only .
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SGS-IMME Mongolia LLC



